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Abstract. In a dry stratified snowcover slab avalanches release following failure in a weak layer below the slab. Typically, 

such weak layers consist either of persistent grain types or precipitation particles. Experience suggests that non-persistent 10 
instabilities often crest during or towards the end of a storm – probably because weak layers of precipitation particles 

strengthen rapidly. Studies so far have mainly focused on persistent grain types providing only sparse data to describe non-

persistent weak layer failure. 

To understand differences between persistent and non-persistent weak layers we measured fracture mechanical properties 

relevant for avalanche release in a temporal series of laboratory tests. At defined lag times we tested small layered samples 15 
containing a weak layer of surface hoar, facets or decomposing fragmented particles in shear. Highspeed frames from the 

failure zone  and image correlation analysis confirm that weak layers concentrate the shear strain. Failure consistently 

occurred after 20–30% of strain energy was dissipated – despite shear strain rates as high 10
-2

 s
-1

. 

Our results of shear modulus and shear fracture toughness compare well with published data. The values for surface hoar 

and decomposing fragmented particles increased due to sintering. In the first hours after burial both weak layers had 20 
similarly low values, indicating  they are equally fragile. Only for surface hoar and decomposing fragmented particles 

could we calibrate a formulation which allows for estimating the shear modulus from SMP signals. 

 

Key words: snow fracture, snow failure, weak layer, image correlation, strain softening  

 25 

1 Introduction  

A snow slab avalanche releases when failure in a weak layer initiates underneath a cohesive slab. If the initial crack spreads 

across the slope the snow slab detaches and can move downhill (Schweizer et al., 2016). Weak layers are typically grouped 

into persistent and non-persistent grain types. Persistent grain types include slow metamorphosing faceted crystal types; 

surface hoar and depth hoar, whereas non-persistent grain types refer to precipitation particles and decomposing, 30 
fragmented particles which will readily develop into microstructure often less prone to fail. Proportions of persistent and 

non-persistent grain types vary with climate (Mock and Birkeland, 2000). Still, among human triggered avalanches, 

persistent weak layers are the most common (Schweizer and Lütschg, 2001), but in some snow climates proportions may 

change towards non-persistent grain types (Bair et al., 2012).  

To date, field research on weak layer mechanical properties has mostly focused on persistent grain types.  This is likely due 35 
to the fact that persistent weak layers are, as the name suggests, amenable to longer term field measurements, whereas non-

persistent instabilities only offer a short time window for field studies. In general, non-persistent weak layers cover a 

similar range of shear strength values as  persistent weak layers, but are on average by about a third stronger (Jamieson and 

Johnston, 2001). Similarly, weak layers of non-persistent grain types span the full range of weak layer fracture energies, 

with decomposing fragmented particles at the upper end and precipitation particles at the lower end (van Herwijnen et al., 40 
2016).  

Laboratory experiments with samples containing a weak layer were, at first, rare (Fukuzawa and Narita, 1993), because 

strain measurements had to be calculated based on displacement measurements of the entire sample, which are 
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representative only of the uniform strain in homogeneous samples. Layered samples, however, develop strain 

concentrations in the weaker zones (Reiweger et al., 2010) requiring methods, such as imaging techniques, to study local 45 
strain (Walters et al., 2010). With particle imaging velocimetry layered samples have been analysed focusing on persistent 

weak layers. Samples containing a layer of surface hoar, facets or depth hoar were reported to fail in a brittle manner if 

loading rates were sufficiently high (Reiweger and Schweizer, 2013, 2010). Likewise, Walters and Adams (2014) observed 

brittle failure in radiation recrystallized faceted weak layers and measured strain concentrations with an image correlation 

technique. Moreover, they could link their measurements of modulus and strength to the anisotropic microstructure of the 50 
weak layers, highlighting temporal changes of fracture mechanical properties during snow metamorphism. 

Although fracture mechanical properties of non-persistent grains can be as low as for persistent grain types, we are missing 

details on the failure behavior of these grain types. Field experience suggests that non persistent weak layers are active only 

during a short period, but little is known about temporal changes of their fracture mechanical properties and how they relate 

to isothermal metamorphism and sintering (Kaempfer and Schneebeli, 2007) - the most common process after burial.  55 

As the temporal and spatial scales of release processes are beyond the resolution of space or airborne remote sensing 

techniques, the snow mechanical properties relevant for slab avalanche release need to be assessed by, ideally, a combined 

approach of ground measurements and modelling. In view of modelling artificial triggering, i.e. when the load is applied 

during short time scales (<1 s), failure initiation and crack propagation have been established as relevant processes of 

avalanche release (Haegeli and Schweizer, 2015). Both processes were shown to be relevant for snow instability (Gaume 60 
and Reuter, 2017) and modeled from field measurements of the vertical layering (Reuter and Schweizer, 2018). New 

advances, in particular to model the dynamics rather than only the onset of crack propagation, require a description of the 

material behavior in the failure zone. Data are thus required to describe the mismatch between the weak layer and the slab 

(Gaume et al., 2017) or the softening behavior prior to failure (Gaume et al., 2018). During natural release, deformation in 

the snowpack takes place at longer times scales (>1 s), and Capelli et al. (2018a)  showed that healing of broken bonds or 65 
viscoelastic load redistribution are important processes for failure at lower rates. Hence, to model natural release, 

knowledge of the sintering behavior of different weak layer grain types is relevant. All advances towards both, natural and 

artificial release modelling require more detailed data on fracture mechanical properties describing weak layer failure. 

In general, models for material failure need to describe the deformation before failure, the initial flaw formation and 

eventually the resistance to fracture (Anderson, 2005).  In view of avalanche release modelling, slab elastic modulus and 70 
density as well as weak layer fracture energy and strength are suitable to describe failure initiation and crack propagation 

and their natural variations (Reuter et al., 2015). Yet, all these mechanical properties are not simulated independently in 

snowcover models, but density parametrizations are used to estimate them. However, simulated vertical density profiles are 

often smoother than observed in nature (Reuter et al., 2016) and in addition, using density alone is insufficient due to 

influences of snow microstructure such as its anisotropy or bonding (e.g. Hagenmuller et al., 2014).  Along with the 75 
measurements of the relevant snow mechanical properties, a description of the microstructure is also needed. 

 

The present work aims at characterizing snow failure in persistent as well as non-persistent weak layers at short times after 

burial based on cold laboratory experiments. To this end, we loaded small layered snow samples in shear and performed 2-

D strain analysis based on image correlation to derive fracture mechanical properties, including strength, modulus and 80 
fracture toughness. Snow samples were produced in the lab and contained a weak layer of surface hoar, facets or 

decomposing fragmented particles sitting on a strong snow base and covered by a slab. Tests and measurements were 

repeated in the same weak layer series to study the temporal evolution of fracture mechanical properties between 30 

minutes and 8 hours after burial. In addition, we characterize our samples with the help of snow micro-penetration, micro-

computed tomography and near infrared photography. 85 

2 Methods 

2.1 Mechanical experiments 

In a cold laboratory we prepared 26 layered snow samples consisting of a three layered structure. A well sintered layer,  a 

weak mid-layer with a slab sitting on top. We tested the layered samples in shear, recorded fracture for analysis with digital 

image correlation (DIC) and measured snow desnity with micro-penetrometry and micro-computed tomography. 90 

2.1.1 Procedure 
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We used artificially produced snow that resembles typical snow types found in nature. At the surface of a snow filled box 

representing a well-sintered base, we prepared a weak layer. Then we sifted snow on top – simulating a slab - which had 

four shear frames inserted (Figure 1). After letting the layers sinter for at least 30 min, up to 6 SMP measurements were 

taken around the first shear frame. Then, snow was removed from around the shear frame perimeter to a depth below the 95 
frame of about 2 cm. One vertical sidewall was sprayed with a stochastic speckle pattern for DIC analysis of the spatial 

strain due to the mechanical loading. A measurement series consists of four such mechanical tests. These are associated 

with up to 6 SMP measurements and 3 micro-computed tomographs (μCT) obtained from the region between the planar 

area outlined by the shear frames. After the first series of SMP measurements around the first shear frame, the shear test 

was performed. Then, the first μCT sample was taken and scanned before we proceeded with the SMP measurements 100 
around the next shear frame and so on (Figure 1).  

 

Figure 1: Measurement setup including shear frames (numbers), SMP (crosses) and μCT measurements (ellipses). Gray levels 

from dark to bright indicate time lag from first measurement. 

2.1.2 Weak layer preparation 105 

The weak layer was either a surface hoar (SH) layer that was grown on a well sintered base or it was deposited by sifting 

disaggregated particles onto that base (Figure 2).  

 

Figure 2: Pictures of weak layer grain types including intact surface hoar near sample holder (SH) and disaggregated grains of 

decomposing fragmented (DF), faceted (FC) and rounding faceted particles (FCxr). 110 

Growing surface hoar took between 4 and 8 hours and was usually done the day before in similar manner as Stanton et al. 

(2012). To do so, the snow surface was exposed to a -50 °C ceiling temperature in conjunction with a cold chamber air 

temperature of -14°C, yielding a snow surface temperature of about -16°C. Water vapor was supplied from a heated water 

tank to provide low velocity flow across the snow surface (1 m s
-1

). At the water vapor outlet the air temperature was 

around -4°C. Disaggregated particles that we sifted onto the base to form a weak layer were either decomposing 115 
fragmented dendritic particles (DF) artificially produced in a snow maker or faceted crystals. The faceted crystals (FC) 

were grown from vapor onto the cold chamber ceiling that we swept. Faceted crystals (FC) were swept prior to the 
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experiment. Rounding facted crystals (FCxr) formed when these crystals were kept for several days in a box at -14°C. 

Characteristics are provided in Table 1. Grain types and sizes were classified according to Fierz et al. (2009). Density and 

specific surface area were determined from micro-computed tomography. Layer height was measured in near-infrared 120 
images. 

Table 1: Characteristics of the snow layers involved in the study: traditional grain type and size, mean density, median specific 

surface area (SSA), average height of shear strain concentration zone. 

Layer Grain type Grain size 

(mm) 

Density 

(kg m
-3

) 

SSA 

(m
2
 kg

-1
) 

Height 

(mm) 

Slab RG, FC .5 330  – 25 – 38  

Weak layer SH 3 180 45 7 

Weak layer DF 2.5 220 30 9 

Weak layer FC 6 215 13 8 

Weak layer FCxr 2 220 35 7 

Base RG, FC .5 380 – >40 

2.1.3 Slab layer preparation 

The slab layer was added by sifting disaggregated snow particles initially produced in the snow maker on top of the weak 125 
layer. We used either small rounded or slightly faceted grains (Table 1) which were usually stored more than 2 weeks at a 

constant temperature of -14°C. We placed the shear frames after we had sifted a couple of millimeters to keep the distance 

between the weak layer and the frames small – while maintaining the integrity of the weak layer when placing the frames. 

2.1.4 Data acquisition 

During the mechanical test synchronized measurements of force, displacement and high speed images were recorded at a 130 
sampling rate of 500 s

-1
. A load actuator moved a rod to push the shear frame horizontally to apply a force at constant 

displacement rate of between 0.2 and 0.5 mm s
-1

. A load cell measured the force which increased until failure to about 

between 10 and 30 N depending on the shear frame size, which had an area of either 0.025 or 0.0105 m
2
. The size effect of 

different shear frames on shear stress was accounted for by the scaling factors for different shear frames sizes reported by 

Föhn (1987). 135 

2.2 Snow micro-penetrometry 

The snow micro-penetrometer (SMP) measures vertical signals of penetration resistance. Hence, in our signals the slab as 

well as the weak layers are represented. Following the approach for signal interpretation suggested by Löwe and van 

Herwijnen (2012) snow microstructural parameters, namely, structural element length, L, deflection at rupture, δ, and 

rupture force, f, are obtained. These three microstructural properties have been used in the past to derive mechanical 140 
properties including snow density, elastic modulus, specific fracture energy or weak layer strength (e.g. Reuter et al., 2018).  

Snow density was obtained with a parametrization suggested by Proksch et al. (2015), but using coefficients derived that 

are specific to our SMP device. This calibration was based on the μCT samples and allowed deriving density from all SMP 

signals measured in the vicinity of the shear frames.   

Density variations between the samples were assessed by averaging the SMP signals associated with each shear test 145 
sample. 

 

2.3 Micro-computed tomography 

Micro-computed tomography (μCT) is an imaging technique to recover the 3D structure of samples (Coléou et al., 2001). 

We took X-ray scans at resolutions between 10 and 16 μm with a Sky-Scan X-ray scanner located in a cold chamber. 150 
Between the series of mechanical tests (Figure 1) μCT samples were taken. However, not all μCT samples could be moved 

to the X-ray scanner without disturbing the weak layer, thus reducing the number of usable samples. From intact samples 

the snow density and specific surface area was derived for the three stratigraphic layers.  
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2.4 Digital image correlation 155 

A digital image correlation (DIC) technique provided a means to derive strain during deformation until failure. Syncing the 

force readings to the camera with time facilitated identifying the moment of failure in the image records. In the relevant 

frames the software GOM Correlate was used to determine unique contrast patterns to calculate strain. We obtained values 

of shear strain, τ, in the coordinate system depicted on the right in Figure 2 by averaging across the region concentrating the 

shear strain. We compared this area with near-infrared images (Figure 2 - background) of the samples’ sidewall clearly 160 
depicting the weak layer below the slab. Overlapping the DIC strain result and the near-infrared images we could see where 

the deformation and the failure occurred. 

Values of shear strain obtained for every image frame allowed us to calculate the shear strain rate and the shear modulus of 

the weak layer. A fit of shear strain and time provided the shear strain rate. Similarly, we obtained the shear modulus 𝜇 

from a regression of the shear stress, 𝜏, based on the force signal at the load cell and the DIC-derived shear strain. 165 

2.5 Brittle Failure 

As failure we consider the abrupt decrease during a few milliseconds in the shear stress with respect to the global shear 

strain measured on the sample. Hence, we refer to failure as the catastrophic fracture of the before connected ice structure. 

The frame at the beginning of this decrease of stress was chosen for calculations. To quantify whether the failure was 

brittle, we used the concept of strain energy intensity. In a shear experiment the strain energy intensity 𝑢 represents the 170 
amount of energy per unit volume due to shear strain γ:  

𝑢 = ∫ 𝜏 𝑑𝛾.         (1) 

Evaluating the integral to the linear elastic limit γlim yields the linear elastic part of the strain energy intensity uLE. To 

calculate the plastic portion of the strain energy intensity uP the integral needs to be evaluated between the shear strain at 

the linear elastic limit γlim and the shear strain at failure γf: 175 

𝑢P = ∫ 𝜏 𝑑𝛾
𝛾f

𝛾lim
        (2) 

The larger the amount of non-recoverbale deformation, i.e. the higher the plastic portion of the strain energy intensity uP, 

the stronger is the deviation from brittle failure. In the case of linear elastic – perfectly plastic behavior, i.e. constant stress 

but increasing strain beyond the linear elastic limit γlim, the plastic portion of the strain energy intensity uP represents the 

amount of dissipated energy. 180 

 

2.6 Shear fracture toughness 

We estimated the weak layer fracture toughness for our mode II experiment series from the critical energy release rate. The 

energy release rate, G, is determined from the change of strain energy, U, during extension of a crack in the weak layer of 

length a: 185 

𝑮 = −
𝟏

𝑩

𝝏𝑼

𝝏𝒂
 ,         (3) 

where B is the thickness of the specimen. At the critical crack length, the energy release rate yields the critical energy 

release rate, Gc. In our case, for simple shear, the linear elastic strain energy can be obtained from (Higdon et al., 1985): 

𝑼 =
𝝉𝟐(𝑳−𝒂)𝑩𝑯

𝟐𝝁
= 𝒖𝐋𝐄(𝑳 − 𝒂)𝑩𝑯,      (4) 

where L is the length of the intact part of the weak layer, H the thickness of the weak layer and uLE the linear elastic strain 190 

energy intensity. We obtain an expression for the shear fracture toughness, 𝑲𝐈𝐈𝐜 = √𝑮𝒄𝝁, by combining equations (3) 

and (4) to 𝑲𝐈𝐈𝐜 = √𝒖𝐋𝐄𝑯𝝁. In many materials crack tip plasticity adds to the material’s resistance to fracture (p. 61, 

Anderson, 2005) and can be characterized with the fracture process zone, which has been estimated for snow (McClung, 

1979). Also in our experiments the strain energy intensity leading to failure includes a plastic portion 𝒖𝐏. Thus we extend 

the strain energy intensity to: 195 
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𝑲𝐈𝐈𝐜 = √(𝒖𝐋𝐄 + 𝒖𝐏)𝑯𝝁,       (5) 

Hence, for our specific geometry and loading situation the shear fracture toughness can be estimated independently of the 

crack length – a property that our experiments do not directly measure. 

 

2.7 Measures of significance and uncertainty 200 

We report the Pearson correlation coefficient rp and the p-value to describe the significance (p < 0.05) of a linear 

relationship between two quantities. Since we are dealing with small data sets (e.g. our time series with N=3 or 4) we 

omitted a significance test, and only concluded on the direction of the trend if the correlation coefficient was |rp|>0.3 and 

the same trend was observed in all time series of the same weak layer type. For linear regressions we report the coefficient 

of determination R
2
 and the p-value of the slope. 205 

The measurement uncertainty of the shear modulus was derived from the 95% confidence intervals of the regression slope 

of the shear stress with respect to the shear strain. Propagating the independent uncertainties of the weak layer thickness, 

the strain energy intensity and the shear modulus yielded an estimate for the uncertainty of the fracture toughness. The 

uncertainty of the weak layer thickness measurement was assumed 1 mm. Modifying the integration interval to determine 

the work per unit volume in the stress–strain diagram provided a measure of the uncertainty for the work per unit volume. 210 
In fact, we changed the upper integration boundary by one frame to obtain a different value of the work per unit volume 

which would correspond to failure happening one frame before it actually happened.  

3 Results 

First, we show one experiment in more detail to illustrate the methodology before we summarize the experimental results 

with a focus on fracture mechanical properties. Then we explore the temporal changes we observed in different layers. 215 

3.1 Elastic–plastic deformation  

Figure 2 shows the sidewall of sample 2 that we tested on 1 July 2018. The near-infrared picture in the background 

highlights the weak stratigraphy due to a layer of surface hoar that is embedded between stiffer layers sitting above and 

below. This stratigraphy led to a concentration of high shear strain during the stress build up. Just before failure the shear 

strain in the weak layer reached about 0.0018. Overlapping the DIC strain analysis and the near-infrared picture confirmed 220 
that the deformation and eventually the failure occurred in the weak layer. To estimate the concentration of the shear strain 

in the weak layer we calculated a ratio comparing the shear strains in the slab and the weak layer. Figure 4 shows the 

increase of shear stress and strain until failure for the same sample. The ratio of shear strains indicates that the shear strain 

in the slab reached, at most, 6% of the shear strain observed in the weak layer. Hence, before failure the shear strain in the 

weak layer was at least 16 times higher than in the slab layer above. 225 
 

 

Figure 3: Near-infred picture of shear experiment overlain with SMP signal (red) and DIC shear strain analysis (colorscheme). 

Two dashed lines embrace the weak layer. 
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A clear brittle failure is marked by an abrupt drop of stress. In Figure 4, however, from shear strain values above the linear 230 
elastic limit γlim = 0.0016 the stress no longer increases, indicating plastic deformation. This behavior can be classified as 

essentially linear elatic – perfectly plastic. Using this, we can estimate the amount of non-recoverable energy by the plastic 

portion of the strain energy intensity. For better comparison between measurements we scaled by the total strain energy 

intensity, i.e. including elastic and plastic deformation. In the example shown in Figure 4 this ratio was 22%. 

 235 

Figure 4: Shear stress and shear strain in the weak layer are shown by blue and grey dots for sample 2 on 1 July 2018; blue dots 

represent values within the linear elastic limit, grey dots are beyond that. A red dot marks failure. The value of the shear 

modulus was determined by a linear regression (blue line) and the blue area under the regression shows the strain energy 

intensity of the linear elatic part of the deformation; for a linear elastic – perfectly plastic behavior the orange area represents 

the non-recoverable part of the deformation. The work per unit volume until failure is represented by the blue and the orange 240 
area. The shear strain in the slab relative to the weak layer is shown by yellow dots for selected frames before failure.   

3.2 Synthesis of results for different weak layers 

Table 2 compiles the results we obtained for the three different weak layers (DF, SH, and FC(xr)). In all experiments we 

observed a concentration of the shear strain in the weak layer ultimately leading to failure after plastic deformation. The 

amount of non-recoverable energy  was 20–30% on average. Shear strength values were on the order of 1 kPa, shear 245 
moduli were on the order of 1 MPa and strain rates around 10

-3
 s

-1
. Decomposing or fragmented particles had the lowest 

average values of shear strength, shear modulus and shear fracture toughness, but generally speaking, variations between 

different weak layer types were not very pronounced. 

Table 2: Summary of the results for different weak layer types. Average values for every weak layer type and the standard 

deviation are provided.  250 

Weak 
layer 
type N 

Shear 
Strength 

(kPa) 

Shear 
Modulus 

(MPa) 

Fracture 
Toughness 
(Pa m

1/2
) 

Strain rate 
(10

-3
 s

-1
) 

Strain in 
weak layer 

(%) 

Non-recoverable 
strain energy 
intensity (%) 

SH 11 1.4 ± 0.4 1.0 ± 0.4 135 ± 32 2.3 ± 1.6 85 ± 14 28 ± 13 

DF 7 1.0 ± 0.2 0.9 ± 0.4 106 ± 26 2.8 ± 2.1 85 ± 15 23 ± 12 

FC(xr) 8 1.4 ± 0.2 2.1 ± 1.1 128 ± 38 0.9 ± 0.4 80 ± 19 19 ± 15 

 

3.3 Shear fracture toughness and shear modulus 

Our experiments yielded values of the fracture toughness, using equation 5, to be between 55 and 205 Pa m
1/2

 with an 

average of 124 Pa m
1/2

 and were at the lower end or below previously reported values (Figure 5). Interestingly, 

decomposing fragmented particles had the lowest average value (Table 2) even lower than surface hoar. Values of the shear 255 

The Cryosphere Discuss., https://doi.org/10.5194/tc-2018-268
Manuscript under review for journal The Cryosphere
Discussion started: 4 January 2019
c© Author(s) 2019. CC BY 4.0 License.



8 

 

modulus varied between 0.3 and 3.3 MPa with an average of 1.2 MPa. Rounding facets had significantly higher values of 

the shear modulus. 

 

Figure 5: Shear fracture toughness and shear modulus for different grain types (colors) from previous studies and the presented 

experiments including lag times after burial (circle size). In previous studies values of shear modulus μ were either reported or 260 
we estimated the values based on  μ =E/2/(1+ν) with Poisson’s ratio ν =0.2 and elatic modulus E from reported snow density 

(Scapozza, 2004). 

In Figure 5 a softer and more brittle material would sit in the lower left corner, whereas stiffer and tougher materials would 

be found in the upper right corner. Our values of shear fracture toughness and modulus are specifically for weak layers, 

whereas previous studies rarely included active weak layers. Hence, it is no surprise that most of our results concentrate in 265 
the lower left. But it is interesting how different weak layer grain types group. Decomposing fragmented particles are found 

close to surface hoar.  

With increasing lag time after burial (circle size in Figure 5) the shear fracture toughness and the shear modulus increased. 

This result is true regardless of weak layer grain type. Differences between specific weak layers are shown in the next 

section. 270 

 

3.4 Temporal variations  

We tested one specific weak layer in a series of up to four tests performed at different lag times after adding the slab as 

illustrated in Figure 1. This allows studying the evolution of mechanical properties of a certain weak layer during the first 

hours after burial. 275 
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Figure 6: Temporal variation of (a) shear modulus, (b) shear fracture toughness and (c) density, including variations for different 

weak layer grain types (colors) and experiment series (connected by dashed lines). Bars show estimates of measurement 

uncertainty.  

The results for shear modulus and fracture toughness after different lag times are shown in Figure 6a and b, including error 280 
estimates. The shear modulus increased in the series of surface hoar (rp =0.94, rp =0.65, rp =0.96) and decomposing 

fragmented particles (rp=0.90, rp=0.98). Changes in faceted crystals, i.e. FC (rp =0.96) and FCxr (rp =-0.03) did not allow a 

conclusion. Increases of shear fracture toughness were less pronounced but had consistent sign in the series of surface hoar 

(rp =0.33, rp =0.41, rp =0.92) and decomposing fragmented particles (rp =0.40, rp =0.64). Again, faceted crystals results 

were inconclusive (rp =0.47, rp =-0.65). The error estimates reflect the uncertainty of measuring, but do only partly account 285 
for the experimental uncertainty, which would require repeated measurements. The variations presented in Table 1 contain 

both, the measurement and the experimental error, but also temporal effects – providing a more conservative error estimate. 

Changes of shear strength were inconclusive in surface hoar (rp =-0.98, rp =-0.56, rp =0.70) and faceted crystals (rp =0.76, 

rp =-0.37). Decomposing fragmented, however, increased in shear strength (rp =0.73, rp =0.98) (not shown) with a 

strengthening rate of about 0.09 kPa h
-1

 (R
2
=0.32, p=0.01).  290 

Weak layer densification as a process explaining these changes is unlikely since the changes of weak layer density we 

measured were within the measurement uncertainty and variability. In fact, Figure 6c shows that the weak layer density did 

not change significantly during the time of the experiments (two negative, two positive, three non-conclusive relations with 

rp <0.2). Moreover, the density variations we measured are in the same range as the measurement errors and the inter 

sample variability determinded from repeated SMP measurements (one standard variation of at least four measurements). 295 

Structural changes associated with the lag times may have influenced other mechanical properties. Changes of strain 

concentration in the weak layer with lag time were inconclusive, i.e. in our experiment series of a certain weak layer type 

no pattern existed towards increasing or decreasing strain concentration (4 positive and 3 negative correlations). The plastic 

portion of the strain energy intensity did not show a pattern of change in our experiment series, i.e. it neither decreased nor 

increased for the series of a certain weak layer type (3 positive and 4 negative correlations). Hence, we can assume that 300 
time did not influence how much of the deformation was contained in the weak layer or how large the portion of the plastic 

deformation was. Consequently, we can pool the data to look at the failure behavior. 

 

3.5 Rate dependent failure behavior 

Our measurements show that samples with lower shear modulus and lower shear fracture toughness deformed at higher 305 
strain rates. Strain rates varied between 4·10

-4
 and 10

-2
 s

-1
. Correlations of the strain rate with shear modulus (r

p
=-0.57; 

p=0.003, Figure 7) and with shear fracture toughness (r
p
=-0.40; p=0.05, not shown) were both significant. The plastic 

portion of the strain energy intensity as a measure of the deviation from perfectly brittle failure (for 0%) was unrelated to 

the strain rate (r
p
=0.11; p=0.62).  
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 310 

Figure 7: Shear strain rate and shear modulus for all data (N=26). Colors denote shear failure strain. Circle size indicates total 

strain energy intensity until failure. 

The strain rate dependency of the observed failure behavior is also linked to shear failure strain (r
p
=0.63; p=0.001) and 

total strain energy intensity (r
p
=0.47; p=0.02). Apparently, weak layers with a lower modulus failed at higher strains and 

after more energy per unit volume was expended.  315 

Relations of the strain rate with the shear strength (r
p
=-0.32; p=0.12) or the plastic portion of the strain energy intensity 

(r
p
=0.11; p=0.61) are not significant. Hence, we can summarize the strain rate dependency of the observed failure behavior 

in the scheme in Figure 8. 

 

 320 

Figure 8: Schematic of the strain rate dependent linear elastic – perfectly plastic failure behavior as observed in our shear 

experiments. 

 

3.6 Calibration of SMP-derived modulus 

To derive a microscale elastic modulus, ESMP, from the SMP-derived microstructural parameters, the rupture force, f, 325 
deflection at rupture, δ, and structural element length, L, are employed. Previous research (Reuter et al., 2019) has 

suggested the following expression: 
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𝑬𝐒𝐌𝐏 = 𝒄
𝒇𝜹

𝑳𝟑.           (6) 

We found a coefficient c = 59 (for ESMP in MPa, f in N, δ and L in mm) to well represent the shear modulus, μ, we had 

measured in experiments with decomposing fragmented or surface hoar grains yielding R
2
=0.5; rp =0.71; p=0.002 for these 330 

selected grain types (Figure 9). This model, however, does not reflect the different shear moduli we found in faceted grains.  

 

Figure 9: Experimental results of shear modulus are compared to a calibration of the SMP-derived effective modulus. 1:1 line is 

dashed. 

4 Discussion 335 

Different methods have been developed in the past decade to derive mechanical properties of snow including (a) 

mechanical testing (e.g. Reiweger et al., 2010;Walters et al., 2010), (b) modelling of reconstructed micro-computed 

tomography (e.g. Wautier et al., 2015;Köchle and Schneebeli, 2014) or (c) acoustic emission measurements (Capelli et al., 

2016).  

Here we derived fracture mechanical properties of three typical weak snow layers using a high speed imaging setup and 340 
performing unconfined shear failure experiments similar to Walters and Adams (2014). Weak layers consisted of 

decomposing and fragmented particles, surface hoar and faceted crystals allowing comparisons. 

4.1 Strain concentrations  

In overlapping high speed video frames and NIR images of the failure we observed consistent failure in the weak layer 

confirming earlier observations of failure in layered snow samples (e.g. Joshi et al., 2006). Moreover, applying a DIC 345 
algorithm to these videos revealed that the weak layer had usually concentrated more than 80% of the shear strain, which is 

compatible with values of Reiweger and Schweizer (2010). Hence, to measure material properties or the strain rate relevant 

for weak layer failure, data from the failure zone rather than the entire sample need to be considered. 

4.2 Strain softening 

Based on early shear experiments snow was characterized as a quasi-brittle strain softening material (McClung, 1977). In 350 
our experiments we observed a small region of plastic deformation, but the strain softeneing was not apparent. Essentially, 

we observed linear elastic – perfectly plastic behavior, in which case the plastic region would define the dissipative energy.  

Important results of earlier studies included the strain rate dependency on the failure behavior and in particular, the 

transition between ductile and brittle behavior (e.g. Narita, 1983). Measuring and modelling acoustic emissions during 

weak layer tests at slow and high loading rates (Capelli et al., 2018b) revealed the active processes during both regimes. 355 
Slow loading rate experiments were in the ductile range and allowed for failed bonds to heal, yielding larger values of 

failure strain and strength. On the contrary, the high loading rate experiments had brittle failure after small total strains of 

10
-3

. Hence during slow loading damage and healing were balanced. Our samples deformed at shear strain rates between 

10
-4

 and 10
-2

 s
-1

 and failed at shear strains of around 10
-3

 including about 20-30% of non-recoverable strain energy per unit 

The Cryosphere Discuss., https://doi.org/10.5194/tc-2018-268
Manuscript under review for journal The Cryosphere
Discussion started: 4 January 2019
c© Author(s) 2019. CC BY 4.0 License.



12 

 

volume. So, despite “high” strain rates and small strains our samples showed some plastic deformation – irrespective of 360 
grain type. 

Strain softening is considered a general characteristic of snow deformation and was observed in shear in homogeneous 

samples from strain rates below 10
-4

 s
-1

 (Fukuzawa and Narita, 1993) or 10
-3

 s
-1

 (Schweizer, 1998). In surface hoar samples, 

however, Reiweger and Schweizer (2010) observed hardly any strain softening in their force controlled tests and Walters 

and Adams (2014) reported brittle failure in displacement controlled tests of radiation recrystallized snow. Both reported 365 
global strain rates on the order of 10

-4
 s

-1
, although the relevant strain rate may have been higher as the strain concentrated 

in the weak layer. As Reiweger et al. (2010) had observed strain softening in homogeneous samples for the same strain 

rates, Reiweger and Schweizer (2010) suggested that strain softening in surface hoar is very small and hence, may have 

contributed little to the deformation they measured. Our surface hoar was on average half their surface hoar’s size (3 mm 

vs. 6 mm) and we measured smaller failure strains (0.002 vs. 0.004 to 0.07). Similarly, we did not observe strain softening 370 
but essentially perfect plastic deformation after yielding.  

4.3 Fracture mechanical properties 

The shear strength has been measured early on (e.g. de Quervain, 1950) and shear frame measurements of typical weak 

layers usually yield values between several hundreds up to 2000 Pa (Jamieson and Johnston, 2001). Reiweger et al. (2015) 

compiled data from mixed mode load controlled tests of different weak layers fitting a Mohr-Coulomb law with an average 375 
cohesion of 0.17 kPa. Displacement controlled tests reached shear strengths between 0.4 and 2 kPa for radiation 

recrystallized weak layers (Walters and Adams, 2014). We measured values around 1 kPa that also seems compatible with 

Reiweger et al. (2015) as their densities were significantly lower.  

In general, the snow strength depends on the strain rate (e.g. Narita, 1983). In mixed mode loading experiments of surface 

hoar (Reiweger and Schweizer, 2010) and facets or depth hoar (Reiweger and Schweizer, 2013) snow strength decreased 380 
with inceasing strain rate. In our data, a trend of decreasing shear strength with increasing strain rate was weak and not 

significant. We hypothesize that this effect may become less pronounced towards higher strain rates which is also what 

Schweizer’s (1998) data suggest. 

Fracture toughness so far was only measured on homogeneous snow samples. Laboratory tests found values of shear 

fracture toughness as low as 100 Pa m
1/2

 (Kirchner et al., 2002;Schweizer et al., 2004). We derived the shear fracture 385 
toughness for our unnotched samples from estimates of the total strain energy intensity before failure. The obtained values 

of 55–205 Pa m
1/2

 correspond to the lower end of the previous laboratory results, which seems reasonable given that we 

tested weak layers exclusively. The calculation of the fracture toughness was based on the linear elastic and the plastic 

portion of the strain energy obtained for the weak layer. We neglected the strain energy stored in the slab, as the strain in 

the slab was about one order of magnitude lower and the ratio between slab and weak layer SMP-derived elastic moduli 390 
ranged between 2 and 4 for our samples depending on weak layer type. 

Measurements of the shear modulus of snow are rare, in particular for typical weak layer grain types. In dynamic torsional 

shear experiments of samples of small rounded or faceted grains including partly decomposed and fragmented particles 

Schweizer and Camponovo (2002) had measured an average shear modulus of 0.7 MPa. This value is consistent, even if 

slightly lower than our results with average values of 0.9 MPa and 2.1 MPa for DF and FC grains, respectively. This seems 395 
acceptable given that our snow grains were larger on average (2–6 mm) than their tested snow grains (0.4–0.5 mm). 

Walters and Adams (2014) measured stiffness in faceted layers and obtained values comparable to our values for FC 

samples. Moreover, they could relate decreasing values of the shear modulus to radiation recrystallization. 

With micro-tomography image based modelling Köchle and Schneebeli (2014) obtained values of the isotropic elastic 

modulus for 17 weak layers between 2 and 100 MPa, approximately corresponding to shear moduli between 1 and 60 MPa. 400 
Wautier et al. (2015) modeled a shear modulus of 80 MPa for decomposing fragmented and of 270 MPa for faceted 

crystals.  

Values of the elastic moduli from 3D modelling are about one order of magnitude higher than values from mechanical 

testing including our data. Köchle and Schneebeli (2014) attributed those differences to lower strain rates in mechanical 

tests leading to non-recoverable deformation and consequently, possible lower estimates of the modulus in case of 405 
insufficient measurement resolution. Yet, our measurements resolve the initial deformation at strains on the order of 10

-4
 

and strain rates were as high as 10
-2

 s
-1

 for some tests. Moreover, the amount of non-recoverable strain energy intensity we 

measured was independent of the weak layer strain rate. In our data some plastic deformation always occurred. Hence, non-

recoverable deformation is an unlikely explanation for the differences in the shear modulus. We believe that the differences 

are not only related to the methodolgy, but may also be related to differences between the snow samples used. Direct 410 
comparisons between measurements and modelling are needed to understand these differences, as has been done for SMP- 
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and micro-tomography derived parameters (Reuter et al., 2019). To compare with the above mentioned studies, additional 

information such as snow strength could tell how fragile the layers were. 

Whether or not the initial deformation measured in mechanical tests only contains reversible deformation is currently not 

clear. It remains to be shown, if the initial part of deformation is indeed recoverable.  415 

4.4 Fracture behavior in different weak layers 

To fully describe a material’s fracture behavior a combination of several mechanical properties including elastic modulus, 

toughness, failure strain or strength are required. Assuming linear elasticity, deformation can be described by the elastic 

modulus and resistance or energy to fracture can be described by the toughness. Hence, a typical fragile material will have 

both, low modulus and low toughness. From our experiments both properties could be obtained and we can compare 420 
decomposing fragmented particles, which form relevant weak layers during storms, to persistent grain types (Figure 5).  

Our results of shear modulus and shear fracture toughness suggest that in the first hours after burial decomposing 

fragmented particles are just as prone to fail as surface hoar. Although the results seem intuitive from a field perspective, it 

has rarely been measured due to the short time window these grains are weak before they transisiton into less fragile forms. 

The data of specific fracture energy presented by van Herwijnen et al. (2016) contained 6 cases of precipitation particles 425 
that had the lowest values among all grain types which agrees with our finding that storm snow can be fragile in the first 

hours. 

To unify data from mixed mode loading experiments of surface hoar, facets and depth hoar layers Reiweger et al. (2015)  

presented a new Mohr-Coulomb-Cap criterion describing shear, tensile and normal strength. They found that higher 

loading rates were required to achieve brittle failure in stiffer layers compared to softer layers. In general, high strain rates 430 
result from either higher loading rates or lower moduli. In our experiments variations of loading rate were small due to 

stable displacement rates around 3.7 mm s
-1

, allowing the strain rate and elastic modulus to be related. We observed that 

weak layers with a lower modulus such as the DF samples failed at higher strain rates, whereas weak layers with a higher 

modulus such as the FCxr samples failed at lower strain rates. Hence, to create a high strain rate in load controlled 

experiments a high loading rate is required, in particular if the samples have a low modulus such as weak layers. 435 

4.5 Temporal changes in different weak layers 

Generally speaking, differences in fracture mechanical properties between grain types were rather small compared to 

temporal variations. Increases of shear modulus and fracture toughness with increasing lag time were significant, in 

particular for surface hoar and decomposing fragmented particles (Figure 6).  

During the first hours after deposition snow strength is also expected to increase if conditions favor sintering over faceting 440 
(Podolskiy et al., 2014). However, in our data only the decomposing fragmented particles gained shear strength with time – 

at a rate of 0.09 kPa h
-1

. This rate is in the range of 0.07 to 0.3  kPa h
-1 

reported for weak layers of surface and depth hoar in 

the field by Birkeland et al. (2006), but is lower than the average rate of 0.7 kPa h
-1 

 reported for homogeneous snow 

samples of old rounded and decomposing particles by Podolskiy et al. (2014). They measured changes in shear strength at 

different times after a horizontal cut had separated the sample. Their higher strengthening rates may be related to faster 445 
sintering between their small disaggregated grains relative to the large grains in our samples or the field data. 

We assume that the temporal changes we measured are likely related to sintering during so called “equi-temperature” 

metamorphism. Indeed, this type of metamorphism is the only relevant process that occurred during our experiment series 

since our experimental design does not provide for relevant temperature gradients across the samples. 

4.6 Calibrating measurements and models  450 

We assessed whether a formulation to derive an effective modulus from the SMP can be used to estimate the shear 

modulus. The parametrization worked fairly well for surface hoar and decomposing fragmented particles, but not for 

faceted (FC) and rounding faceted (FCxr) grains. Assuming that the process behind the increase of the modulus in surface 

hoar and decomposing fragmented particles was sintering, the SMP may reflect the sintering related increase in penetration 

resistance (van Herwijnen and Miller, 2013). Presently, the formulation for the SMP-derived modulus can be used with a 455 
calibration factor of 59 to estimate the shear modulus for surface hoar and decomposing fragmented particles. 

To model snow properties, and weak layer properties in particular, microstructure needs to be considered. Our 

measurement series showed that neither shear strength nor shear modulus were related to weak layer density (both r
p
<0.3, 

p>0.2), but likely evolved due to sintering. Hence, parametrizations of mechanical properties should possibly also be based 

on specific surface area, age or overburden stress such as shown for snow strength by Conlan and Jamieson (2015). Such 460 
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parametrizations could be obtained by combining micro-computed tomography and mechanical testing data. Unfortunately, 

due to alignment issues not all of our micro-tomography data are amenable to do that and we cannot provide time series of 

specific surface area, for instance. 

 

5 Conclusions 465 

We performed shear experiments on small snow samples containing a weak layer of surface hoar, decomposing 

fragmented, or faceted crystals at shear strain rates between 10
-4

 and 10
-2

 s
-1

. In all samples, the weak layers concentrated 

the strain and failed at shear strains of around 10
-3

 including about 20–30% of non-recoverable strain energy per unit 

volume.  

Irrespective of weak layer grain type some plastic deformation before failure occurred despite high strain rates. This result 470 
became apparent with DIC of frames from the failure zone, but was obscured in global displacement measurements. 

Weak layers with lower elastic moduli failed at higher failure strains and higher strain rates, while the shear strength 

remained rather unchanged. At higher strain rates in our measurements the rate dependency of strength was less 

pronounced. 

Our results of shear modulus and shear fracture toughness suggest that in the first hours after burial decomposing 475 
fragmented particles are just as fragile as surface hoar. This sounds intuitive, but time series reflecting such changes are 

rare. Conditions for sufficient strengthening, when decomposing fragmented particles are no longer prone to fail, could be 

studied in the future. 

Our measurements of shear strength, elastic shear modulus and fracture toughness compare well with existing data. Values 

of shear modulus from microstructural based modelling are, however, often higher by one order of magnitude. Our strain 480 
measurements resolve the initial deformation and hence, we believe measure the elastic shear modulus. 

Variations of shear strength and shear modulus could be explained with lag times between sample preparation and shear 

testing. In our case of generally equi-temperature conditions, we conclude that sintering caused increases in shear modulus 

and fracture toughness in surface hoar and decomposing fragmented particles. Shear strength increased in decomposing 

fragmented particles at a rate of 0.09 kPa h
-1

, which is compatible with previous research. 485 

Calibrating a SMP-based model for the effective modulus yielded good agreement for the shear modulus of surface hoar 

and decomposing fragmeneted particles.  

Given the changes in fracture mechanical properties we have observed, including microstructural properties reflecting the 

metamorphic changes seems key for deriving parametrizations of mechanical properties for snow cover modelling. 

Moreover, we believe that mechanical testing including high resolution deformation measurements combined with 490 
microstructural modelling can shed light on the failure mechanisms in different weak layer structures. This combination of 

methods could also reveal the reasons for differences between mechanical properties determined with both approaches. 
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